
§ 179.400-15   Radioscopy.

Each longitudinal and circumferential joint of the inner tank, and each longitudinal and circumferential double welded butt joint of 
the outer jacket, must be examined along its entire length in accordance with the requirements of AAR Specifications for Tank 
Cars, appendix W (IBR, see §171.7 of this subchapter).

[68 FR 75763, Dec. 31, 2003]


	gpoaccess.gov
	Electronic Code of Federal Regulations:


